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Customer Specification
g XA - = il e Nk
Purchaser BURSOL B A A IR 22 7l Product Stainless Steel Wire Rods
BERBRS ERBH
Certificate No. 524059442347 Date of Issue 2024-05-30
BE BE
Quantity A Weight (t) 28. 751
—., EA&{ELR Basic Information
biak=1 s M Fp R A HE EE RHRRE ER5
F5 Heat Batch Steel Code Size Quanti Weight Delivery Contract
No. No. Grade (mm) ty (t) Condition No.
1 S240520AA13 B1 304L 5A 6 2 4,097 HRP /
2 S240524AA14 C2 304L 5A 9.5 3 6. 188 HRP /
3 S240526AA08 C1 304L 5A 9.5 4 8.191 HRP /
4 S240526AA09 C1 304L 5A 9.5 3 6.173 HRP /
5 S240526AA13 C2 304L 5A 12 2 4.102 HRP /
—. B4k Physical and chemical Examination
E 4 (%) Chemical Composition(%) (J84%4#r Smelting Analysis)
g C Si Mn P S Cr Ni Mo Cu Ti Nb N PREN Others
1 0.023 0.37 0.70 0.037 0.001 18. 22 8.01 0.02 0.30 / / 0.033 / /
2 0.021 0. 34 0.80 0.036 0.001 18. 17 8.02 0.09 0.42 / / 0.037 / /
3 0.014 0.33 0.78 0.035 0.002 18. 49 8.03 0.03 0. 30 / / 0. 054 / /
4 0.024 0.33 0.75 0.036 0.002 18. 34 8.05 0.05 0. 34 / / 0.043 / /
5 0.025 0.34 0.63 0.031 0.001 18.40 8.01 0.03 0.35 / / 0.036 / /
FifiR% Tensile Test (Y5 Longitudinal) ¥ At RT BB (20) B
a2 Rm Rp0.2 Elongation Reduction Grain Size Hardness
(MPa) (MPa) (A) % of Area (Z)% (Grade) (HBW)
1 671/674 / 49/49 80/80 / /
2 657/654 / 55/55 78/78 / /
3 654/656 / 55/55 79/79 / /
4 654/651 / 57/57 79/79 / /
5 640/643 / 58/59 79/78 / /
=, EWKE Macrostructure Examination
1. R~sF. #ME. FHFiE Dimension, shape and surface quality | &k Qualified
P, HAh#L Other Examination
1. 4559 Radiosctive Monitoring | &k Qualified
LR H

HAb ¥ Remarks:
1. ZZAF B P 5 e S AR B8 Y 77 & & R FIAREEE SR . The material listed above has been tested and
complies with the terms of the contract & the standard.

2. X PRE M Delivery status code: HR=##| Hot rolled, OS=fEZE[H¥ On-line solution, S=g§Zk [ /\
% Off-line solid solution, A=iR‘K Annealing, P=fR¥%: Pickling. , g&ﬂ%ﬁ,{

3. MMINRAE A WG AR S EE, W RSFR{EE. The product labels include: éﬁ )%'.}/ V@-
manufacturer, standard, furnace number, weight, steel grade and size information. ;,?/ ﬁﬁ
4. TATF (TS) 16949757 S BB HI AR RFITSO 900 1R BT B AR R SERHAR M B IR S (4 ARRAF T F N /\(%

NI, 1S014001FREEE 04 2 FITSO 4500 1MLl {2 4 8 0 2 it 7 [ s A IE S 1A PR A 1A ybe v

r)
TATF (TS) 16949 Automotive quality management system and ISO 9001 Quality management system F"TE‘ U% Ay Y.} &“
identified by TUV Rheinland (Guangdong) Ltd., ISO 14001 Environmental Management System and HE A TSING TUD
ISO 45001 Occupational Health and Safety Management System identified by china quality mark Qualy

certification group Co.,Ltd. (CQM) o Judg ‘E:Hﬁ%@ﬁﬁ%
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